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JOINT SYSTEM NOTES

ASPHALTIC PLUG EXPANSION 

GENERAL NOTES

BRIDGE NO. 01687:  USE PREFORMED JOINT SEAL BY EMSEAL JOINT SYSTEM, LTD.3.

V-SEAL BY D. S. BROWN, COMPANY.

BRIDGE NO. 05882:  USE THE PREFORMED JOINT SEAL BY SILICOFLEX BY R. J. WATSON, INC. OR 2.

FOR UNDER THE ITEM "REPLACE JOINT SEAL".

SHALL BE REMOVED BY THE METHOD APPROVED BY THE ENGINEER. THIS WORK SHALL BE PAID 

PRIOR TO INSTALLING THE SILICONE SEALANT, CLEAN JOINT SIDES BY SANDBLASTING.  DUST 1.

REPLACE JOINT SEAL NOTES

MILLING AND RESURFACING

THE SPECIAL PROVISION.

IN THE TABLE FOR "ALLOWABLE BRIDGE SUPERSTRUCTURE SURFACE TEMPERATURE RANGE" IN 

STEM".  REFERENCE THE RANGE OF THERMAL MOVEMENT FOR THE SELECTED JOINT PRODUCT 

TURE RANGE SPECIFIED IN THE SPECIAL PROVISION "ASPHALTIC PLUG EXPANSION JOINT SY-

ASPHALTIC PLUG EXPANSION JOINT SYSTEMS MAY BE INSTALLED ONLY WITHIN THE TEMPERA-12.

OPENING. THE ROD SHALL BE 25% LARGER THAN THE JOINT OPENING.

CLOSED CELL BACKER ROD DIAMETER SHALL BE DETERMINED AFTER MEASURING THE JOINT11.

PAYMENT UNDER THE ITEM, "ASPHALTIC PLUG EXPANSION JOINT SYSTEM".

SAW-CUTTING AND REMOVAL OF PAVEMENT FOR JOINT INSTALLATION TO BE INCLUDED FOR10.

THE ITEM "HMA S0.375".

THE FURNISHING AND PLACING OF HMA S0.375 TO BE  INCLUDED FOR PAYMENT UNDER ITEM  9.

UNDER THE ITEM, "JOINT AND CRACK SEALING OF BITUMINOUS CONCRETE PAVEMENT".

CRACK SEALANT PLACED ALONG VERTICAL FACES OF THE SAW-CUT PAVEMENT TO BE PAID FOR 8.

"MEMBRANE WATERPROOFING (GLASS WOVEN FABRIC)"

INSTALLATION OF MEMBRANE WITHIN THE LIMITS SHOWN TO BE PAID FOR UNDER THE ITEM, 7.

SURFACE".

LIMITS SHOWN TO BE INCLUDED FOR PAYMENT UNDER THE ITEM "REMOVAL OF HMA WEARING 

THE REMOVAL OF ALL EXISTING JOINT SYSTEMS AND BITUMINOUS CONCRETE WITHIN THE   6.

CONCRETE PAVEMENT".

SAW-CUTS MADE 3 FT. EACH SIDE OF CENTERLINE OF JOINT WILL BE PAID AS "CUT BITUMINOUS  5.

BITUMINOUS APPROACH PAVEMENT

WHERE A BRIDGE DECK END MEETS A B.

CONCRETE APPROACH PAVEMENT

JOINT BETWEEN A DECK END AND A A.

NO BRIDGING PLATE SHALL BE USED AT THE FOLLOWING LOCATIONS:4.

OPENINGS THAT EXCEED 3" A …" THICK BY 12" WIDE PLATE WILL BE REQUIRED.    

NEW STEEL BRIDGING PLATES SHALL HAVE A MINIMUM THICKNESS OF ‚".  FOR JOINT  3.

SEE ASPHALTIC PLUG EXPANSION JOINT SYSTEM SPECIAL PROVISION.

WHERE THE APPROACH SLAB IS DISCONTINUED (TYPICALLY IN THE ROADWAY SHOULDERS).   

DISCONTINUE THE INSTALLATION OF THE BACKER ROD, BRIDGING PLATE AND LOCATING PIN2.

JOINT BETWEEN A DECK END AND A CONCRETE APPROACH SLAB.

A BRIDGING PLATE SHALL BE USED TO SPAN THE GAP BETWEEN TWO DECK ENDS OR THE  1.

     

     

      ASTM A767, CLASS 1.  CONCRETE COVER TO BE 2 INCHES.

      CONFORM TO ASTM A615, GRADE 60, AND BE GALVANIZED IN ACCORDANCE WITH 

REINFORCING BARS:  REINFORCING BARS IN ALL CONCRETE RECONSTRUCTIONS SHALL 

    OF TRANSPORTATION BRIDGE DESIGN MANUAL (2003).

     2014, U. S. CUSTOMARY UNITS AS SUPPLEMENTED BY THE CONNECTICUT DEPARTMENT 

DESIGN SPECIFICATIONS:  AASHTO LRFD BRIDGE DESIGN SPECIFICATIONS, 7TH EDITION, 

     SUPPLEMENTAL SPECIFICATIONS DATED JULY 2014 AND SPECIAL PROVISIONS.

SPECIFICATIONS:  CONNECTICUT DEPARTMENT OF TRANSPORTATION FORM 816 (2004), AND
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EXISTING CONDITION

63-702

RPL

A

-

BRIDGE NO. 01687

1'-3"

EXPANSION FILLER

•"PREFORMED 

EXP. JT.

•"X•" JOINT SEAL

CROSS BEAM NO. 1

3'-0" 3'-0" TO CONCRETE SLAB

SAW-CUT PAVEMENT

OF CONCRETE SLAB

5" BELOW THE TOP

SAW-CUT PAVEMENT 

INSTALL JOINT SEAL

(GLASS WOVEN FABRIC)

MEMBRANE WATERPROOFING

1'-0"

PAVEMENT PRESERVATION

OF INTERSTATE 91

S-4

BRIDGE NO. 01687

EXISTING DECK SLAB ELEVATION

FORM CONCRETE, MATCH

LIFT(S) IN CUT-OUT

PLACE FINAL PAVEMENT 

FINAL MILL AND PAVE

SUGGESTED SEQUENCE OF WORK

PAVEMENT AND PARTIAL BEAM REMOVAL (STEPS 1-3)

PLACE PAVEMENT IN CUT-OFF (STEP 9)

CONCRETE SAW-CUTS (TYP.)

VERTICAL FACE OF BITUMINOUS 

PLACE CRACK SEAL ON 

- -

PAVEMENT

ROADWAY 

FINAL MILL AND PAVE (STEPS 10 AND 11)
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MILLING AND RESURFACING

JOINT SEAL DETAILS 1

EXISTING REBARS)

5" BELOW CONCRETE SLAB.  (CUT

PARTIAL CONCRETE BEAM REMOVAL

EXISTING REBAR

CROSS BEAM

RECONSTRUCTED 

ELEVATION OF THE 

PLACE HMA TO THE 

BENT ALTERNATELY INTO EACH SIDE.

SPACING OF EXISTING REBARS.   DOWELS 

DRILL AND GROUT #5 DOWELS TO MATCH

BEAM RECONSTRUCTION (STEPS 4-8)

2" CONCRETE COVER (MIN.)

3-#6 TRANSVERSE REBARS,

6" (MIN.)

CITY OF HARTFORD
TOWN OF WINDSOR

PAVE TOP COURSE ON ROADWAY AND BRIDGE.STEP 11:

MILL ROADWAY AND BRIDGE PAVEMENT TO SPECIFIED DEPTHS.STEP 10:

CONCRETE PLACEMENT REQUIREMENTS).

LIFTS SHALL BE 1‚" TO 2•" THICK.  MATCH THE ELEVATION OF THE EXISTING PAVEMENT.  (REFER TO SHEET S-2 - APJ BITUMINOUS 

PLACE THE REMAINING LIFTS OF HMA S0.375 IN THE PAVEMENT "CUTOUT".  THE FIRST PAVEMENT LIFT SHALL BE 1‚" THICK.  ADDITIONAL STEP 9:

INSTALL WATERPROOFING MEMBRANE (WOVEN GLASS FABRIC) WITHIN THE LIMITS SHOWN.  SEE DETAIL 'J' ON SHEET S-13.STEP 8:

THE EXISITNG PAVEMENT.  REFER TO GENERAL NOTES - APJ BITUMINIOUS CONCRETE PLACEMENT REQUIREMENTS.

PLACE HMA S0.375 TO THE ELEVATION OF THE RECONSTRUCTED BEAM.  EACH LIFT TO BE 1‚" TO 2•" THICK.  MATCH THE ELEVATION OF STEP 7:

PLACE CRACK SEALANT ON VERTICAL EDGE OF PAVEMENT ALONG SAW-CUT LINES.  FOR STAGED CONSTRUCTION, SEE DETAIL 'K' ON SHEET S-13.STEP 6:

" REPLACE JOINT SEAL".

INSTALL EMSEAL JOINT SEAL ACCORDING TO THE MANUFACTURER'S SPECIFICATIONS AND REQUIREMENTS.  TO BE PAID FOR UNDER ITEM  STEP 5:

 

AND GROUTING OF DOWELS, AND STEEL REINFORCEMeNT TO BE PAID FOR UNDER ITEM "RECONSTRUCT CONCRETE DECK ENDS".

RECONSTRUCT CONCRETE BEAM TO MATCH THE ELEVATION OF THE ADJACENT SLAB AS SHOWN ON THE PLANS.  CONCRETE REMOVAL, DRILLING STEP 4:

AND STEEL REINFORCEMNT TO BE FOR UNDER ITEM "RECONSTRUCT CONCRETE DECK ENDS"

PAVEMENT TO BE PAID FOR UNDER ITEM "REMOVAL OF HMA WEARING SURFACE".  CONCRETE REMOVAL, DRILLING AND GROUTING OF DOWELS

REMOVE EXISTING PAVEMENT MATERIAL AND PARTIAL CONCRETE BEAM REMOVAL WITHIN THE LIMITS SHOWN ON THE DETAILS.  REMOVAL OF STEP 3:

THE EXISTING JOINT.  SAW-CUT SHALL NOT DAMAGE THE EXISTING DECK SLAB.

SAW-CUT BITUMINOUS PAVEMENT TO THE DEPTHS SHOWN ON THE DETAILS.  EACH SAW-CUT LINE SHALL BE 3' FROM THE CENTERLINE OF STEP 2:

CONTRACTOR SHALL PERFORM AN EXPLORATION TO DETERMINE THE CENTER OF THE BEAM AT BOTH ENDS BEFORE PROCEEDING TO STEP 2.    STEP 1:

VARIES



- -

-

-

-

- -

- - -

- - - -

- - -

- - -

- - MJPL

EXISTING CONDITION

63-702

RPL

B
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BRIDGE NO. 01687

EXPANSION FILLER

•" PREFORMED 

EXP. JT.

•"X•" JOINT SEAL

PAVEMENT PRESERVATION

OF INTERSTATE 91

S-5

BRIDGE NO. 01687

SUGGESTED SEQUENCE OF WORK

FINAL MILL AND PAVE (STEP 9)

- -

PIER 3 OR 6 PIER 4 OR SLAB

SAW KERF W/POURABLE SEALANT

CONCRETE SLAB (TYP.)

SAW-CUT PAVEMENT TO
3'-0" 3'-0"

(GLASS WOVEN FABRIC)

MEMBRANE WATERPROOFING

LIMITS OF PAVEMENT REMOVAL

IN PAVEMENT "CUTOUT"

PLACE BITUMINOUS CONCRETE

JOINT SEAL

INSTALL 

CONCRETE SAW-CUTS (TYP.)

VERTICAL FACE OF BIT. 

PLACE CRACK SEAL ON 

FINAL MILL AND PAVE

PAVEMENT REMOVAL (STEPS 1-6)

PLACE PAVEMENT IN "CUTOUT" (STEP 7)
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MILL AND PAVE ROADWAY.STEP 8:

NOTES - APJ BITUMINOUS CONCRETE PLACEMENT REQUIREMENTS).

MATCH THE ELEVATION OF THE EXISTING PAVEMENT.  (REFER TO GENERAL 

SHALL BE 1‚" THICK.  ADDITIONAL LIFTS SHALL BE 1‚" TO 2•" THICK.  

PLACE HMA S0.375 IN THE PAVEMENT "CUTOUT".  THE FIRST PAVEMENT LIFT  STEP 7:

DECK WITHIN THE LIMITS SHOWN.  SEE DETAIL 'J' ON SHEET S-13.

INSTALL WATERPROOFING MEMBRANE (WOVEN GLASS FABRIC) ON THE TOP OF THE STEP 6:

LINES.  FOR STAGED CONSTRUCTION, SEE DETAIL 'K' ON SHEET S-13.

PLACE CRACK SEALANT ON THE VERTICAL EDGE OF PAVEMENT ALONG SAW-CUT STEP 5:  

AND REQUIREMENTS.  TO BE PAID FOR UNDER ITEM "REPLACE JOINT SEAL".

INSTALL EMSEAL JOINT SEAL ACCORDING TO THE MANUFACTURER'S SPECIFICATIONS STEP 4:

PLANS.  TO BE PAID FOR UNDER ITEM "REMOVAL OF HMA WEARING SURFACE".

REMOVE EXISTING PAVEMENT MATERIAL WITHIN THE LIMITS SHOWN ON THE STEP 3:

SHALL NOT DAMAGE THE EXISTING DECK SLAB.

SHALL BE 3' FROM THE CENTERLINE OF THE EXISTING JOINT.  THE SAW-CUT

SAW-CUT BITUMINOUS PAVEMENT TO THE CONCRETE SLAB.  EACH SAW-CUT LINE STEP 2:

AS BETWEEN THE GIRDER AT PIER 6 AND THE ADJACENT SLAB.   

OF THE EXPANSION JOINT BETWEEN THE GIRDERS AT PIERS 3 AND 4 AS WELL

CONTRACTOR SHALL PERFORM AN EXPLORATION TO DETERMINE THE LOCATION STEP 1:

MILLING AND RESURFACING

JOINT SEAL DETAILS 2

CITY OF HARTFORD
TOWN OF WINDSOR
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SECTION - INSTALLATION OF ASPHALTIC PLUG JOINT C

-

DECK

BRIDGE

WITHOUT BRIDGING PLATE (MILL & PAVE)

(E) ASPHALTIC

PLUG JOINT
CONC. OVERLAY

EXISTING BIT.

{ JOINT

3'-0"

 PAVEMENT AND JOINT MATERIAL

LIMITS FOR REMOVAL OF BITUMINOUS

3'-0"

 

2'-3"

MEMBRANE LIMITS

{ JOINT

9"

10" TYP.
{ JOINT

OVER SUB-BASE

EXISTING BIT. CONCRETE 

 NO MEMBRANE

(1‚" THICK MIN.**)

PAVEMENT CUT-OUT 

PLACE HMA S0.375 IN 

JOINT SYSTEM DETAILS 1

RPL

(NO ROADWAY SLAB OR APPROACH SLAB EXISTS)

EXISTING CONDITION

BRIDGE DECK

LEVEL (TYP.)

BRIDGE DECK 

PAVEMENT TO 

CUT BIT. CONC. 

VARIES

CONCRETE OVERLAY (TYP.)

EXISTING BITUMINOUS

OF SAW-CUTS

ON VERTICAL FACE

PLACE CRACK SEAL

MILL AND PAVE FINAL OVERLAY

ASPHALTIC PLUG JOINT 

REMOVE PAVEMENT AND 
CONCRETE OVER SUB-BASE

EXISTING BITUMINOUS 

"ASPHALTIC PLUG JOINT EXPANSION SYSTEM"

LEVEL TO BE PAID FOR UNDER THE ITEM,

SAW-CUT PAVEMENT TO BRIDGE  DECK 

SUGGESTED SEQUENCE OF WORK

(STEPS 10 & 11)

FINAL CONDITION
(STEPS 1-3)

JOINT AND PAVEMENT REMOVAL

(STEPS 4-7)

PLACEMENT OF PAVEMENT IN JOINT CUTOUT

CITY OF HARTFORD

S-6
TOWN OF WINDSOR

PAVEMENT PRESERVATION

MILLING AND RESURFACING
ASPHALTIC PLUG EXP.

(STEP 8 & 9)

MILLING AND PAVING

LEVEL SURFACE AS NECESSARY

MATERIAL TO PROVIDE A SMOOTH AND

APPLY SELF LEVELING CEMENTITIOUS 

WOVEN FABRIC)

MEMBRANE (GLASS 

INSTALL WATERPROOFING 

INSTALL FINAL ASPHALTIC PLUG JOINT SYSTEM. STEP 11:

MATERIAL BETWEEN THE SAW-CUTS.

CUT PAVEMENT FULL DEPTH AT 10" FROM THE CENTER OF THE JOINT (BOTH SIDES OF JOINT) AND REMOVE ALL PAVEMENT STEP 10:  

PAVE TOP COURSE ON ROADWAY AND BRIDGE.STEP 9:

MILL ROADWAY AND BRIDGE PAVEMENT TO SPECIFIED DEPTHS.STEP 8:

BITUMINOUS CONCRETE PLACEMENT REQUIREMENTS).

SHALL BE 1‚" TO 2•" THICK.  MATCH THE ELEVATION OF THE EXISTING PAVEMENT.  (REFER TO GENERAL NOTES - APJ  

PLACE HMA S0.375 IN THE PAVEMENT "CUT-OUT".  THE FIRST PAVEMENT LIFT SHALL BE 1‚" THICK.  ADDITIONAL LIFTS STEP 7:

SHEET S-13.

PLACE CRACK SEALANT ON VERTICAL EDGE OF PAVEMENT ALONG SAW-CUT LINES.  FOR STAGED CONSTRUCTION SEE DETAIL 'K' ON STEP 6:

SEE DETAIL 'J' ON SHEET S-13.

INSTALL WATERPROOFING MEMBRANE (WOVEN GLASS FABRIC) ON THE TOP DECK AND APRROACH SLAB WITHIN THE LIMITS SHOWN.  STEP 5:

SHEET S-8 SHALL BE USED IN LIEU OF DETAIL 'C' ON THIS SHEET.  

REPAIR DETERIORATED CONCRETE AS DIRECTED BY THE ENGINEER.  WHEN CONCRETE REPAIRS ARE REQUIRED, DETAIL 'E' ON   STEP 4:

OF PAVEMENT TO BE PAID FOR UNDER ITEM "REMOVAL OF HMA WEARING SURFACE".  

REMOVE EXISTING PAVEMENT MATERIAL AND JOINT MATERIAL INCLUDING BACKING PLATE WITHIN THE LIMITS SHOWN.  REMOVAL STEP 3:

3' FROM THE CENTERLINE OF THE EXISTING JOINT.  SAW-CUT SHALL NOT DAMAGE EXISTING DECK OR APPROACH SLAB.

SAW-CUT BITUMINOUS PAVEMENT ON BOTH SIDES OF EXISTING JOINT FOR PAVEMENT SAW-CUT.  EACH SAW-CUT LINE SHALL BE STEP 2:

LOCATION OF THE DECK END (CENTERLINE OF PROPOSED JOINT) BEFORE PROCEEDING TO STEP 2.    

CONTRACTOR SHALL PERFORM AN EXPLORATION AT THE GUTTERLINE TO DETERMINE THE DEPTH OF PAVEMENT AND THE STEP 1:

OF INTERSTATE 91

INSTALL NEW APJ
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DECK

BRIDGE

 

VARIES

BRIDGE DECK

{ JOINT

 

VARIES

DECK

BRIDGE

 

VARIES

EXISTING CONDITION

VARIES VARIES

{ JOINT

3'-0"

 PAVEMENT AND JOINT MATERIAL

LIMITS FOR REMOVAL OF BITUMINOUS

3'-0" 10" TYP.

 TO REMOVAL OF PAVEMENT

SAW-CUT JOINT EDGES PRIOR

CONC. OVERLAY

EXISTING BIT.

D

-

063-702
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SECTION - INSTALLATION OF ASPHALTIC PLUG JOINT WITH BRIDGING PLATE

APPROACH SLAB

BRIDGE DECK OR

APPROACH SLAB

BRIDGE DECK OR APPROACH SLAB

BRIDGE DECK OR

RPL

BACKER ROD 

LOCATING PIN, AND 

INSTALL BRIDGING PLATE,

{ JOINT

 

VARIES

9" 9" 2'-3"2'-3"

NO MEMBRANEMEMBRANE LIMITS MEMBRANE LIMITS

CUT-OUT (1‚" THICK MIN.**)

PLACE HMA S0.375 IN PAVEMENT **

CL

JOINT TO BE REPLACED

EXISTING ASPHALTIC PLUG 

DECK/APPROACH SLAB LEVEL (TYP.)

CUT BIT. CONC. PAVEMENT TO BRIDGE 

CONCRETE SAW-CUTS (TYP.)

VERTICAL FACE OF BIT.

PLACE CRACK SEAL ON 

HMA MATERIAL FROM ENTERING THE JOINT

TOP SURFACE OF THE JOINT TO PREVENT 

INSTALL TEMPORARY BACKER ROD AT THE 

MILL AND PAVE FINAL OVERLAY

{ JOINT

SUGGESTED SEQUENCE OF WORK

CITY OF HARTFORD AND
TOWN OF WINDSOR

PAVEMENT PRESERVATION

MILLING AND RESURFACING

OF INTERSTATE 91

LEVEL SURFACE AS NECESSARY

MATERIAL TO PROVIDE A SMOOTH AND 

APPLY SELF LEVELING CEMENTITIOUS

CONC. OVERLAY

EXISTING BIT.

ASPHALTIC PLUG EXP.
JOINT SYSTEM DETAILS 2

S-7

SEQUENCE OF WORK)

THICKNESS (SEE STEP 6 OF 

TO MATCH ADJACENT PAVEMENT 

LIFT THICKNESS TO BE ADJUSTED 

PLACEMENT OF PAVEMENT IN CUTOUT

(STEPS 4-8)

MILLING AND PAVING (STEPS 9 & 10)

FINAL CONDITION (STEPS 11 & 12)

JOINT AND PAVEMENT REMOVAL (STEPS 1-3)

(WOVEN GLASS FABRIC) 

INSTALL WATERPROOFING MEMBRANE

INSTALL FINAL ASPHALTIC PLUG JOINT SYSTEM. STEP 12:

MATERIAL BETWEEN THE SAW-CUTS.

CUT PAVEMENT FULL DEPTH AT 10" FROM THE CENTER OF THE JOINT (BOTH SIDES OF JOINT) AND REMOVE ALL PAVEMENT STEP 11:  

PAVE TOP COURSE ON ROADWAY AND BRIDGE.STEP 10:

MILL ROADWAY AND BRIDGE PAVEMENT TO SPECIFIED DEPTHS.STEP 9:

PLACEMENT REQUIREMENTS).

TO 2•"THICK.  MATCH THE ELEVATION OF THE EXISTING PAVEMENT.  (REFER TO GENERAL NOTES - APJ  BITUMINOUS CONCRETE 

PLACE HMA S0.375 IN THE PAVEMENT "CUT-OUT".  THE FIRST PAVEMENT LIFT SHALL BE 1‚" THICK.  ADDITIONAL LIFTS SHALL BE 1‚" STEP 8:

S-13.

PLACE CRACK SEALANT ON VERTICAL EDGE OF PAVEMENT ALONG SAW-CUT LINES.  FOR STAGED CONSTRUCTION, SEE DETAIL 'K' ON SHEET STEP 7:

SEE DETAIL 'J' ON SHEET S-13.

INSTALL WATERPROOFING MEMBRANE (WOVEN GLASS FABRIC) ON THE TOP OF THE DECK AND APRROACH SLAB WITHIN THE LIMITS SHOWN.STEP 6:

9 SHALL BE USED IN LIEU OF DETAIL 'D' ON THIS SHEET.  

REPAIR ANY DETERIORATED CONCRETE AS DIRECTED BY THE ENGINEER.  WHEN CONCRETE REPAIRS ARE REQUIRED, DETAIL 'F' ON SHEETSTEP 5:

INSTALL TEMPORARY BACKER ROD FLUSH WITH THE BRIDGE DECK AND APPROACH SLAB.STEP 4:

REMOVE EXISTING PAVEMENT MATERIAL AND JOINT MATERIAL INCLUDING BACKING PLATE WITHIN THE LIMITS SHOWN.  STEP 3:

FROM THE CENTERLINE OF THE EXISTING JOINT.  SAW-CUT SHALL NOT DAMAGE EXISTING DECK OR APPROACH SLAB.

SAW-CUT BITUMINOUS PAVEMENT ON BOTH SIDES OF EXISTING JOINT FOR PAVEMENT SAW-CUT.  EACH SAW-CUT LINE SHALL BE 3'STEP 2:

LOCATION OF THE DECK END (CENTERLINE OF PROPOSED JOINT) BEFORE PROCEEDING TO STEP 2.    

CONTRACTOR SHALL PERFORM AN EXPLORATION AT THE GUTTERLINE TO DETERMINE THE DEPTH OF PAVEMENT AND THE STEP 1:

INSTALL NEW APJ
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SECTION - INSTALLATION OF ASPHALTIC PLUG JOINT E

-

DECK

BRIDGE

WITHOUT BRIDGING PLATE (MILL & PAVE)

(E) ASPHALTIC

PLUG JOINT
CONC. OVERLAY

EXISTING BIT.

{ JOINT

3'-0"

 PAVEMENT AND JOINT MATERIAL

LIMITS FOR REMOVAL OF BITUMINOUS

3'-0"

 

2'-3"

MEMBRANE LIMITS

{ JOINT

9"

10" TYP.
{ JOINT

OVER SUB-BASE

EXISTING BIT. CONCRETE 

 NO MEMBRANE

(1‚" THICK MIN.**)

PAVEMENT CUT-OUT 

PLACE HMA S0.375 IN 

RPL

(NO ROADWAY SLAB OR APPROACH SLAB EXISTS)

EXISTING CONDITION

BRIDGE DECK

LEVEL (TYP.)

BRIDGE DECK 

PAVEMENT TO 

CUT BIT. CONC. 

VARIES

CONCRETE OVERLAY (TYP.)

EXISTING BITUMINOUS

OF SAW-CUTS

OF VERTICAL FACE

PLACE CRACK SEAL

MILL AND PAVE FINAL OVERLAY

"ASPHALTIC PLUG JOINT EXPANSION SYSTEM"

LEVEL TO BE PAID FOR UNDER THE ITEM,

SAW-CUT PAVEMENT TO BRIDGE  DECK 

LEVEL SURFACE AS NECESSARY

MATERIAL TO PROVIDE A SMOOTH AND

APPLY SELF LEVELING CEMENTITOUS 

SUGGESTED SEQUENCE OF WORK

(STEPS 10 & 11)

FINAL CONDITION
(STEPS 1-3)

JOINT AND PAVEMENT REMOVAL

(STEPS 4-7)

PLACEMENT OF PAVEMENT IN JOINT CUTOUT

CITY OF HARTFORD

S-8
TOWN OF WINDSOR

PAVEMENT PRESERVATION

MILLING AND RESURFACING
ASPHALTIC PLUG EXP.

JOINT SYSTEM DETAILS 3

REINFORCING, (MIN.) TYP.

REMOVE 1" CONCRETE BELOW  

REINFORCEMENT NEEDS TO BE REPLACED, SEE DRAWING S-19 FOR DETAILS.

BE PAID FOR UNDER THE ITEM, "RECONSTRUCT CONCRETE DECK ENDS".  IF STEEL 

REMOVE DETERIORATED CONCRETE AS DIRECTED BY THE ENGINEER.  THIS WORK TO 

(STEP 8 & 9)

MILLING AND PAVING

WOVEN FABRIC)

MEMBRANE (GLASS 

INSTALL WATERPROOFING 

INSTALL FINAL ASPHALTIC PLUG JOINT SYSTEM. STEP 11:

MATERIAL BETWEEN THE SAW-CUTS.

CUT PAVEMENT FULL DEPTH AT 10" FROM THE CENTER OF THE JOINT (BOTH SIDES OF JOINT) AND REMOVE ALL PAVEMENT STEP 10:  

PAVE TOP COURSE ON ROADWAY AND BRIDGE.STEP 9:

MILL ROADWAY AND BRIDGE PAVEMENT TO SPECIFIED DEPTHS.STEP 8:

CONCRETE PLACEMENT REQUIREMENTS).

BE 1‚" TO 2•" THICK.  MATCH THE ELEVATION OF THE EXISTING PAVEMENT.  (REFER TO GENERAL NOTES - APJ  BITUMINOUS 

PLACE HMA S0.375 IN THE PAVEMENT "CUT-OUT".  THE FIRST PAVEMENT LIFT TO SHALL BE 1‚" THICK.  ADDITIONAL LIFTS SHALL STEP 7:

SHEET S-13.

PLACE CRACK SEALANT ON VERTICAL EDGE OF PAVEMENT ALONG SAW-CUT LINES.  FOR STAGED CONSTRUCTION, SEE DETAIL 'K' ON STEP 6:

SEE DETAIL 'J' ON SHEET S-13.

INSTALL WATERPROOFING MEMBRANE (WOVEN GLASS FABRIC) ON THE TOP DECK AND APRROACH SLAB WITHIN THE LIMITS SHOWN.STEP 5:

DECK ENDS".

SHOWN IN DETAIL 'H' ON SHEET S-13.  REPAIR OF DETERIORATED CONCRETE TO BE PAID UNDER ITEM "RECONSTRUCT CONCRETE 

EXCESS OF 20% OF THE CROSS-SECTIONAL AREA, REPLACE THE STEEL REINFORCEMENT IN ACCORDANCE WITH THE DETAILS AS 

REPAIR ANY DETERIORATED CONCRETE AS DIRECTED BY THE ENGINEER.  WHEN THE STEEL REINFORCEMENT HAS SECTION LOSS IN STEP 4:

REMOVE EXISTING PAVEMENT MATERIAL AND JOINT MATERIAL INCLUDING BACKING PLATE WITHIN THE LIMITS SHOWN.  STEP 3:

FROM THE CENTERLINE OF THE EXISTING JOINT.  SAW-CUT SHALL NOT DAMAGE EXISTING DECK OR APPROACH SLAB.

SAW-CUT BITUMINOUS PAVEMENT ON BOTH SIDES OF EXISTING JOINT FOR PAVEMENT SAW-CUT.  EACH SAW-CUT LINE SHALL BE 3'STEP 2:

LOCATION OF THE DECK END (CENTERLINE OF PROPOSED JOINT) BEFORE PROCEEDING TO STEP 2.    

CONTRACTOR SHALL PERFORM AN EXPLORATION AT THE GUTTERLINE TO DETERMINE THE DEPTH OF PAVEMENT AND THE STEP 1:

OF INTERSTATE 91

INSTALL NEW APJ
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VARIES

BRIDGE DECK

{ JOINT

 

VARIES

DECK

BRIDGE

 

VARIES

EXISTING CONDITION

VARIES VARIES

{ JOINT

3'-0"

 PAVEMENT AND JOINT MATERIAL

LIMITS FOR REMOVAL OF BITUMINOUS

3'-0" 10" TYP.

 TO REMOVAL OF PAVEMENT

SAW-CUT JOINT EDGES PRIOR

CONC. OVERLAY

EXISTING BIT.

F

-
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SECTION - INSTALLATION OF ASPHALTIC PLUG JOINT WITH BRIDGING PLATE

APPROACH SLAB

BRIDGE DECK OR

APPROACH SLAB

BRIDGE DECK OR

RPL

BACKER ROD 

LOCATING PIN, AND 

INSTALL BRIDGING PLATE,

{ JOINT

 

VARIES

9" 9" 2'-3"2'-3"

NO MEMBRANEMEMBRANE LIMITS MEMBRANE LIMITS

CUT-OUT (1‚" THICK MIN.**)

PLACE HMA S0.375 IN PAVEMENT **

CL

JOINT TO BE REPLACED

EXISTING ASPHALTIC PLUG 

DECK/APPROACH SLAB LEVEL (TYP.)

CUT BIT. CONC. PAVEMENT TO BRIDGE 

CONCRETE SAW-CUTS (TYP.)

VERTICAL FACE OF BIT.

PLACE CRACK SEAL ON 

HMA MATERIAL FROM ENTERING THE JOINT

TOP SURFACE OF THE JOINT TO PREVENT 

INSTALL TEMPORARY BACKER ROD AT THE 

MILL AND PAVE FINAL OVERLAY

{ JOINT

SUGGESTED SEQUENCE OF WORK

TOWN OF WINDSOR
PAVEMENT PRESERVATION

MILLING AND RESURFACING

OF INTERSTATE 91

LEVEL SURFACE AS NECESSARY

MATERIAL TO PROVIDE A SMOOTH AND 

APPLY SELF LEVELING CEMENTITIOUS

CONC. OVERLAY

EXISTING BIT.

ASPHALTIC PLUG EXP.
JOINT SYSTEM DETAILS 4

S-9

SEQUENCE OF WORK)

THICKNESS (SEE STEP 6 OF 

TO MATCH ADJACENT PAVEMENT 

LIFT THICKNESS TO BE ADJUSTED 

PLACEMENT OF PAVEMENT IN CUTOUT

(STEPS 4-8)

MILLING AND PAVING (STEPS 9 & 10)

FINAL CONDITION (STEPS 11 & 12)

JOINT AND PAVEMENT REMOVAL (STEPS 1-3)

REINFORCING, (MIN.) TYP.

REMOVE 1" CONCRETE BELOW

 

REINFORCEMENT NEEDS TO BE REPLACED, SEE DRAWING S-19 FOR DETAILS.

TO BE PAID FOR UNDER THE ITEM, "RECONSTRUCT CONCRETE DECK ENDS".  IF STEEL 

REMOVE DETERIORATED CONCRETE AS DIRECTED BY THE ENGINEER.  THIS WORK 

(WOVEN GLASS FABRIC) 

INSTALL WATERPROOFING MEMBRANE

INSTALL FINAL ASPHALTIC PLUG JOINT SYSTEM. STEP 12:

MATERIAL BETWEEN THE SAW-CUTS.

CUT PAVEMENT FULL DEPTH AT 10" FROM THE CENTER OF THE JOINT (BOTH SIDES OF JOINT) AND REMOVE ALL PAVEMENT STEP 11:  

PAVE TOP COURSE ON ROADWAY AND BRIDGE.STEP 10:

MILL ROADWAY AND BRIDGE PAVEMENT TO SPECIFIED DEPTHS.STEP 9:

REQUIREMENTS).

2•".  MATCH THE ELEVATION OF THE EXISTING PAVEMENT.  (REFER TO GENERAL NOTES - APJ  BITUMINOUS CONCRETE PLACEMENT 

PLACE HMA S0.375 IN THE PAVEMENT "CUT-OUT".  THE FIRST PAVEMENT LIFT TO SHALL BE 1‚".  ADDITIONAL LIFTS SHALL BE 1‚" TO STEP 8:

SHEET S-13.

PLACE CRACK SEALANT ON VERTICAL EDGE OF PAVEMENT ALONG SAW-CUT LINES.  FOR STAGED CONSTRUCTION, SEE DETAIL 'K' ON STEP 7:

SEE DETAIL 'J' ON SHEET S-13.

INSTALL WATERPROOFING MEMBRANE (WOVEN GLASS FABRIC) ON THE TOP OF THE DECK AND APRROACH SLAB WITHIN THE LIMITS SHOWN.STEP 6:

DECK ENDS".  

SHOWN ON SHEETS S-11 AND S-12.  REPAIR OF DETERIORATED CONCRETE TO BE PAID FOR UNDER ITEM "RECONSTRUCT CONCRETE 

EXCESS OF 20% OF THE CROSS-SECTIONAL AREA, REPLACE THE STEEL REINFORCEMENT IN ACCORDANCE WITH THE DETAILS  AS 

REPAIR ANY DETERIORATED CONCRETE AS DIRECTED BY THE ENGINEER.  WHEN THE STEEL REINFORCEMENT HAS SECTION LOSS INSTEP 5:

INSTALL TEMPORARY BACKER ROD FLUSH WITH THE BRIDGE DECK AND APPROACH SLAB.STEP 4:

REMOVE EXISTING PAVEMENT MATERIAL AND JOINT MATERIAL INCLUDING BACKING PLATE WITHIN THE LIMITS SHOWN.  STEP 3:

FROM THE CENTERLINE OF THE EXISTING JOINT.  SAW-CUT SHALL NOT DAMAGE EXISTING DECK OR APPROACH SLAB.

SAW-CUT BITUMINOUS PAVEMENT ON BOTH SIDES OF EXISTING JOINT FOR PAVEMENT SAW-CUT.  EACH SAW-CUT LINE SHALL BE 3'STEP 2:

LOCATION OF THE DECK END (CENTERLINE OF PROPOSED JOINT) BEFORE PROCEEDING TO STEP 2.    

CONTRACTOR SHALL PERFORM AN EXPLORATION AT THE GUTTERLINE TO DETERMINE THE DEPTH OF PAVEMENT AND THE STEP 1:

CITY OF HARTFORD 

INSTALL NEW APJ
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EXISTING CONDITION

DECK

BRIDGE

G

-

BRIDGE NO. 05882 

RPL

(TYP.)

(E) CONC. HEADER

SLAB

APPROACH

1
"
 

M
I
N
. 

3'-0" 3'-0"

{ JOINT

LIMITS FOR REMOVAL OF BITUMINOUS

CITY OF HARTFORD
TOWN OF WINDSOR

REMOVE JOINT SEAL

THE ITEM, "RECONSTRUCT CONCRETE DECK END.

ANCILLARY HARDWARE.  THIS WORK TO BE PAID FOR UNDER

REMOVE CONCRETE HEADER, JOINT SEAL, STEEL ARMOR, AND

BRIDGE DECK/ APPROACH SLAB LEVEL

CUT BITUMINOUS CONCRETE TO

PAVEMENT PRESERVATION

OF INTERSTATE 91

BRIDGE DECK/ APPROACH SLAB LEVEL

CUT BITUMINOUS CONCRETE TO

VARIES

2'-5"

MEMBRANE LIMITS

7" 7" 2'-5"

MEMBRANE LIMITS

CUT-OUT (1‚" THICK MIN.**)

PLACE HMA S0.375 IN PAVEMENT **

OF ELASTOMERIC CONCRETE HEADER

REMOVED BEFORE INSTALLATION 

AND BOND BREAKER TO BE 

TEMPORARY BACKING ROD 

CRACK SEAL (TYP.)

MILL AND PAVE FINAL OVERLAY

"ELASTOMERIC CONCRETE HEADER

SLAB LEVEL TO BE PAID FOR UNDER THE ITEM, 

SAW-CUT PAVEMENT TO BRIDGE DECK/APPROACH

8" 8"

PAID FOR UNDER THE ITEM, "ELASTOMERIC CONCRETE HEADER".

ELASTOMERIC CONCRETE HEADER (TYP.).  THIS WORK TO BE 

BOND BREAKER AND ROUGHEN DECK SURFACE.  CONSTRUCT 

REMOVE PAVEMENT BETWEEN THE SAW-CUTS.  REMOVE 

SUGGESTED SEQUENCE OF WORK

HEADER AND PAVEMENT REMOVAL (STEPS 1-4)

(SEE STEP 9 OF SEQUENCE OF WORK)

ADJACENT PAVEMENT THICKNESS

LIFT THICKNESS TO BE ADJUSTED TO MATCH

PLACEMENT OF PAVEMENT IN CUTOUT (STEPS 5 TO 9)

PLACEMENT OF PAVEMENT IN CUTOUT (STEP 10)

PLACEMENT OF PAVEMENT IN CUTOUT (STEPS 11 TO 13)

REPLACED, SEE DRAWING S-19 FOR DETAILS.

ENDS.  IF STEEL REINFORCEMENT NEEDS TO BE 

UNDER THE ITEM, "RECONSTRUCT CONCRETE DECK 

BY THE ENGINEER.  THIS WORK  TO BE PAID FOR 

REMOVE DETERIORATED CONCRETE AS DIRECTED 

H

-

PREFORMED SILICONE JOINT SEAL

SILICONE BEAD (TYP.)

SPECIFICATIONS

MANUFACTURER'S

DEPTH PER

INSTALLATION

(TYP.)

•"

Š"

H

-

(GLASS WOVEN FABRIC)

INSTALL WATERPROOFING MEMBRANE

SILICONE JOINT SEAL".

WORK TO BE PAID FOR UNDER ITEM "PREFORMED 

INSTALL THE PREFORMED SILICONE JOINT SEAL.  THIS STEP 13:

INSTALL THE PROPOSED ELASTOMERIC CONCRETE HEADER.STEP 12:

ITEM, "ELASTOMERIC CONCRETE HEADER".

BOND BREAKER.  THIS WORK TO BE PAID FOR UNDER 

THEN REMOVE THE TEMPORARY BACKER ROD AND THE 

REMOVE ALL PAVEMENT MATERIAL BETWEEN SAW-CUTS, 

CUT PAVEMENT FULL DEPTH, 8" FROM BOTH DECK ENDS.  STEP 11:

MILL AND PAVE THE FINAL OVERLAY.STEP 10:  

- APJ BITUMINOUS CONCRETE PLACEMENT REQUIREMENTS).

OF THE EXISTING PAVEMENT.  (REFER TO GENERAL NOTES

SHALL BE 1‚" TO 2•" THICK.  MATCH THE ELEVATION 

PAVEMENT LIFT SHALL BE 1‚" THICK.  ADDITIIONAL LIFTS

PLACE HMA S0.375 IN THE PAVEMENT CUTOUT.  THE FIRSTSTEP 9:

DETAIL 'K' ON SHEET S-13.

ALONG SAW-CUT LINES.  FOR STAGED CONSTRUCTION SEE 

PLACE CRACK SEALANT ON VERTICAL EDGE OF PAVEMENT STEP 8:

UNDER ITEM "ELASTOMERIC CONCRETE HEADER"

MERIC CONCRETE HEADER.  THIS WORK TO BE PAID FOR   

BREAKER AT THE LOCATION OF THE PROPOSED ELASTO-

INSTALL THE TEMPORARY BACKER ROD AND THE BOND STEP 7:

DETAIL 'J' ON SHEET S-13. 

ON THE TOP OF DECK WITHIN THE LIMITS SHOWN.  SEE 

INSTALL WATERPROOFING MEMBRANE (GLASS WOVEN FABRIC) STEP 6:

IN DETAIL H-13.

BRIDGE DECK ELEVATION.  CREATE A •" STEP AS SHOWN 

PLACE CONCRETE IN THE HEADER BLOCKOUT TO THE  STEP 5:

S-11 AND S-12 . 

ACCORDANCE WITH THE DETAILS AS SHOWN ON SHEET  

SECTIONALAREA, REPLACE THE STEEL REINFORCEMENT IN 

HAS SECTION LOSS IN EXCESS OF 20% OF THE CROSS-

DETAIL'H' ON SHEET S-13.  IF THE STEEL REINFORCEMENT 

OR AS NECESSARY TO CREATE A "STEP" AS SHOWN IN 

DETERIORATED CONCRETE AS DIRECTED BY THE ENGINEER 

OF THE STEEL REINFORCEMENT.  REMOVE ANY ADDITIONAL 

CRETE TO CREATE A 1" CLEARANCE BELOW THE TOP MAT 

AND ANY ANCILLARY HARDWARE.  REMOVE SUFFICIENT CON-

REMOVE THE CONCRETE HEADER, JOINT SEAL, STEEL ARMOR STEP 4:

SHOWN ON THE CONTRACT SHEET.  

REMOVE EXISTING PAVEMENT MATERIAL WITHIN THE LIMITS STEP 3:

SHALL NOT DAMAGE EXISTING DECK.

LINE SHALL BE 3' FROM THE END OF THE DECKS.  SAW-CUT 

EXISTING JOINT FOR PAVEMENT CUT-OUT.  EACH SAW CUT 

SAW-CUT BITUMINOUS PAVEMENT ON BOTH SIDES OF THE STEP 2:

PROPOSED JOINT) BEFORE PROCEEDING TO STEP 2.    

THE LOCATION OF THE DECK END (CENTERLINE OF THE 

GUTTERLINE TO DETERMINE THE DEPTH OF PAVEMENT AND 

CONTRACTOR SHALL PERFORM AN EXPLORATION AT THE STEP 1:

S-10MILLING AND RESURFACING
BRIDGE NO. 05882

EXP. JOINT  DETAILS
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DETERIORATED STEEL
REINFORCEMENT DETAILS

63-702

S-11

MJPL

APPROACH SLAB

BRIDGE DECK OR

APPROACH SLAB

BRIDGE DECK OR BRIDGE DECK

 COUPLER

REINFORCEMENT

 WITH NEW REBAR (TYP.)

STEEL REINFORCEMENT

REPLACE DETERIORATED NEW STEEL REINFORCEMENT (TYP.)

PLAN

ELEVATION

PLAN

ELEVATION

REINFORCEMENT W/COUPLERS

NOTES ON STEEL REINFORCEMENT

APPROACH SLAB

BRIDGE DECK OR
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PAVEMENT PRESERVATION

Of INTERSTATE 91

CITY OF HARTFORD
TOWN OF WINDSOR

(TYP.)

DRILLED AND GROUTED

HOOKED DOWELS,

DRILLED AND GROUTED DOWELS

MILLING AND RESURFACING

DECK ENDS".

STEEL REINFORCEMENT, REBAR COUPLERS, DRILLING AND GROUTING OF DOWELS TO BE PAID UNDER ITEM "RECONSTRUCT CONCRETE 

    #7:  3'-3"       #8:  4'-3"    #6:  2-7"#4:  1'-9"         #5:  2'-2"

FOR REBAR SPACED LATERALLY LESS THAN 6 INCHES:

#4:  1'-5""        #5: 1'-9"        #6:  2-1"        #7:  2-5"        #8:  2'-9"

FOR REBAR SPACED LATERALLY 6 INCHES OR MORE:

MINIMUM LAP SPLICES ARE AS FOLLOWS:  (CLASS C TENSION SPLICE)LAP SPLICES:

LESS THAN 125 PERCENT OF THE SPECIFIED YIELD STRENGTH OF THE BAR IN TENSION OR COMPRESSION, AS REQUIRED 

MINIMUM CONCRETE COVERAGE IS 2 INCHES.  THE RESISTANCE OF A FULL-MECHANICAL CONNECTION SHALL NOT BECOUPLERS:  

#4 - 6.0"     #5 - 7.5"     #6 - 9.0"     #7 - 10.5"      #8 - 12.0"

HORIZONTAL LENGTH OF THE HOOK IS AS FOLLOWS:

OBTAIN 100% DEVELOPMENT.  MINIMUM CONCRETE COVERAGE IS 2 INCHES.  THE MINIMUM     

DRILLED HOLES DIA. AND EMBEDMENT DEPTH PER THE MANUFACTURER'S SPECIFICATIONS TODRILLED AND GROUTED DOWELS:  

GROUTED HOOKED DOWELS; REINFORCEMENT WITH COUPLERS; OR LAP SPLICES OF SUFFICIENT LENGTH.

NEW STEEL REINFORCEMENT WILL MATCH THE EXISTING REBAR FOR SIZE AND SPACING.  THE CONTRACTOR MAY USE DRILLED AND
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EXISTING DECK END

2-#8 @ 6" PARALLEL TO JOINT

APPROACH SLAB BRIDGE DECKREINFORCEMENT
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ADDITIONAL #5 BARS
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STEEL REINFORCEMENT

MILLING AND RESURFACING

EXISTING STEEL REINFORCEMENT IN ABUTMENT/APPROACH SLABS

EXISTING STEEL REINFORCEMENT IN ABUTMENTS/APPROACH SLABS
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M

N.T.S.

OUTER FACE OF PARAPET

SEALANT RECESSED FROM 

•" THICK SILICONE JOINT

N.T.S.

INSIDE FACE OF PARAPET

 

L

NOTES FOR SEALING JOINTS

SECTION - JOINT TREATMENT AT PARAPET

EXPANSION JOINT SYSTEM

INSTALL ASPHALTIC PLUG 

WITH ASPHALTIC PLUG JOINT SYSTEM
SECTION - PARAPET JOINT TREATMENT 

M

-
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OPENING.

SHALL BE 25% LARGER THAN THE JOINT 

MEASURING THE JOINT OPENING.THE ROD

DIAMETER SHALL BE DETERMINED AFTER

INSTALL CLOSED CELL BACKER ROD.  ROD  

FACE OF PARAPET 

SEALANT RECESSED FROM OUTER

PLACE •" THICK SILICONE JOINT

TOP OF BINDERS

JOINT SEALANT TO 

FILL WITH SILICONE 

"ASPHALTIC PLUG EXPANSION JOINT SYSTEM".

COST FOR SEALING PARAPET JOINTS TO BE INCLUDED FOR PAYMENT WITH3.

ROD AND SILICONE JOINT SEAL.

OF DUST AND LOOSE OR DETERIORATED CONCRETE BEFORE INSTALLING BACKER 

CLEANING.  SURFACES TO WHICH SILICONE SEALANT WILL ADHERE SHALL BE FREE

SURFACES OF CONCRETE ALONG JOINT SHALL BE CLEANED BY ABRASIVE BLAST2.

ANY EXISTING BACKER ROD AND JOINT SEALANT SHALL BE COMPLETELY REMOVED.1.

ABOVE THE WEARING SURFACE.

BEYOND GUTTER AND TO A HEIGHT

PLUG EXPANSION JOINT SYSTEM  

EXTEND BACKER ROD FOR ASPHALTIC 

JOINT SEALANT

•" THICK SILICONE

 

N.T.S.

JSECTION - GUTTERLINE AT PAVEMENT "CUTOUT"

 

 

INSTALLED IN PREVIOUS STAGE

MEMBRANE WATERPROOFING

SAW-CUT FULL DEPTH

PREVIOUS STAGE

FULL-DEPTH SAW-CUT FROM 

2
"

CURB

 

K

APPROACH SLAB

BRIDGE DECK OR

2"

FILL THE OPENING

(SIZED AS REQUIRED TO 

CLOSED CELL BACKER ROD     STAGE OF CONSTRUCTION

 PAVEMENT INSTALLED IN PREVIOUS

 REMOVE BITUMINOUS CONCRETE PAVEMENT

N.T.S.
-

PARAPET JOINT DETAILS
CRACK SEAL DETAILS &

THROUGH S-10 FOR LIMITS. 

MEMBRANE.  SEE SHEETS S-4

INSTALL WOVEN GLASS FABRIC 

MILLING AND RESURFACING

JOINT IN PAVEMENT "CUTOUT"
INITIAL LONGITUDINAL STAGE CONSTRUCTION
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EXISTING  PROPOSED

PARAPET
GUTTER LINE

(TYP.)

2"

O

-
P

-

D
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E
C
T
IO

N
 

O
F
 
T
R

A
F
F
IC

GRANITE CURB

PARTIAL PLAN - JOINT TREATMENT IN PARAPET

2" MIN. *

RECONSTRUCTED DECK END

ELASTOMERIC HEADER

ƒ" SAW-CUT

L

#6 GALVANIZED REBAR

N

-

JOINT TREATMENT IN PARAPET

Q

- OR MEDIAN BARRIER JOINT

SECTION THROUGH PARAPET P

- RECONSTRUCTION

SECTION - PARAPET

Q

M
IN
.6"

R

(TYP.)

SAWCUT 

ƒ" DEEP

SEE NOTE 'A'

GRANITE CURB

LIMITS (TYP.)

SLAB

APPROACHBRIDGE DECK

SILICONE BEAD (TYP.)

SPECIFICATIONS

MANUFACTURER'S

DEPTH PER

INSTALLATION

(TYP.)

•"

R

- OR SIDEWALK

SECTION THROUGH PARAPET 

JOINT SEAL

SILICONE

PREFORMED 

CURB

GRANITE 

WIDTH (TYP.)

LIMITED TO HEADER 

CONCRETE REMOVAL 

 

DECK END

RECONSTRUCTED 

MITER JOINT SEAL

O

- JOINT SEAL

SECTION - PARAPET

SEALANT

SILICONE JOINT 

•" THICK 

NOTE:

    

REINFORCEMENT.

DRILL  AND GROUT DOWEL FOR NEW

REMOVE EXISTING REINFORCEMENT, THEN

*IF CONCRETE COVER IS LESS THAN 2", 

SEALANT AS SHOWN 

RECESS SILICONE JOINT

OR BARRIER

FACE OF PARAPET

-

-

-

Q

-

R

RPL

FULL STRENGTH OF THE BAR.  

ADHESIVE MANUFACTURER TO DEVELOP THE 

OF HOLE TO BE AS REQUIRED BY THE CHEMICAL 

#6 REINFORCEMENT.  DEPTH AND DIAMETER 

C DRILLED HOLE FOR CHEMICALLY ANCHORED 

PAVEMENT PRESERVATION

OF INTERSTATE 91

CITY OF HARTFORD
TOWN OF WINDSOR

BE PAID FOR UNDER THE ITEM "REPLACE JOINT SEAL".

THE METHOD APPROVED BY THE ENGINEER. THIS WORK WILL

JOINT SIDES BY SANDBLASTING. DUST SHALL BE REMOVED BY

JOINT SEALANT, REMOVE EXISTING JOINT MATERIAL. CLEAN 

PRIOR TO INSTALLING THE NEW BACKER ROD AND SILICONE

DRILL AND GROUT #5

STEEL REINFORCEMENT

#7 REBAR 

(TYP.)

SIDE OF JOINT

 #6 REBAR EACH 

IN THE HEADER.

WITH THE "STEP" 

IN THE PARAPET

ALIGN THE "STEP" 

AS SHOWN.

SEALANT SHOULD BE TOOLED CONCAVE 

BLASTING AND REMOVE DUST.  SILICONE

SEALANT, CLEAN JOINT SIDES BY SAND- 

PRIOR TO INSTALLING THE SILICONE 

DECK ENDS".

"RECONSTRUCT CONCRETE 

BE PAID FOR UNDER THE ITEM 

JOINT SEAL.  THIS WORK TO

RECONSTRUCT PARAPET FOR 

DRAWING NO. S-10

SEE "DETAIL A" ON 

SEALING SYSTEM (SF400) 

PREFORMED SILICONE JOINT 

INSTALLATION

JOINT OPENING WIDTH AT TIME OF 

SHALL BE 25% LARGER THAN THE 

CELL BACKER ROD.  ROD DIAMETER 

FILL JOINT OPENING WITH CLOSED 

FOR UNDER PAY ITEM "RECONSTRUCT CONCRETE DECK ENDS".

REMOVE THE JOINT SEAL AND STEEL EXTRUSIONS.  TO BE PAID

REMOVE CONCRETE WITHIN THE LIMITS OF THE EXISTING HEADER.

NOTE 'A':

MILLING AND RESURFACING

JOINT SEAL DETAILS
BR. NO. 05882 PARAPET
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